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1
MULTISTATE NONVOLATILE MEMORY
ELEMENTS

This application is a Continuation Application of U.S.
patent application Ser. No. 13/331,650, filed on Dec. 20,
2011, which is a Continuation Application of U.S. patent
application Ser. No. 12/179,532, filed on Jul. 24, 2008 (issued
as U.S. Pat. No. 8,101,937), which claims priority to U.S.
Provisional Patent Application No. 60/962,027, filed Jul. 25,
2007, each of which are hereby incorporated by reference
herein in their entirety for all purposes.

BACKGROUND

This invention relates to nonvolatile memory elements, and
more particularly, to multistate nonvolatile memory ele-
ments.

Nonvolatile memory elements are used in systems in which
persistent storage is required. For example, digital cameras
use nonvolatile memory cards to store images and digital
music players use nonvolatile memory to store audio data.
Nonvolatile memory is also used to persistently store data in
computer environments.

Nonvolatile memory is often formed using electrically-
erasable programmable read only memory (EPROM) tech-
nology. This type of nonvolatile memory contains floating
gate transistors that can be selectively programmed or erased
by application of suitable voltages to their terminals.

As fabrication techniques improve, it is becoming possible
to fabricate nonvolatile memory elements with increasingly
small dimensions. However, as device dimensions shrink,
scaling issues are posing challenges for traditional nonvola-
tile memory technology. This has led to the investigation of
alternative nonvolatile memory technologies, including resis-
tive switching nonvolatile memory.

Resistive switching nonvolatile memory is formed using
memory elements that have two or more stable states with
different resistances. Bistable memory has two stable states.
A bistable memory element can be placed in a high resistance
state or a low resistance state by application of suitable volt-
ages or currents. Voltage pulses are typically used to switch
the memory element from one resistance state to the other.
Nondestructive read operations can be performed to ascertain
the value of a data bit that is stored in a memory cell.

Higher memory densities enable greater storage capabili-
ties with smaller form factors. Traditionally this is achieved
by shrinking device dimensions (e.g. memory cell size),
stacking memory arrays vertically on a single chip, stacking
memory chips in integrated packages, and combinations
thereof. However, the above methods may introduce addi-
tional cost and complexity. It would therefore be desirable to
further increase the densities of nonvolatile memories with-
out relying solely on physical scaling and/or stacking alone.

SUMMARY

In accordance with the present invention, multistable non-
volatile memory elements are provided. The multistable non-
volatile memory elements may be provided in an array on an
integrated circuit such as a memory device.

The nonvolatile memory elements may contain multiple
bistable layers. The bistable layers may be formed of resistive
switching materials such as metal oxides. Current steering
elements and conductive layers may be connected in series
with the bistable resistive switching layers.

Each resistive switching layer may have an associated high
resistance state and an associated low resistance state. The
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state of each resistive switching layer may be controlled by
application of suitable control voltages. For example, a resis-
tive switching layer may be moved from its high resistance
state into its low resistance state by application of a set volt-
age. Once in its high resistance state, a reset voltage may be
applied to restore the resistive switching layer to its low
resistance state. The reset voltage may have the same polarity
as the set voltage or may have an opposite polarity (i.e., in a
bipolar arrangement, the reset voltage may be negative while
the set voltage is positive).

Each resistive switching layer preferably has a different
associated set voltage. The current versus voltage character-
istics of each of the resistive switching layers are also stag-
gered in a way that facilitates switching. In a nonvolatile
memory device with two bistable resistive switching layers,
for example, the resistance of a first of the two layers when in
its high resistance state is higher than the resistance of a
second of the two layers when in its high resistance state.
Additionally, the resistance of the first layer in its low resis-
tance state and the resistance of the second layer in its low
resistance state are both lower than either the resistance of the
first layer in its high resistance state or the resistance of the
second layer in its high resistance state.

Nonvolatile memory elements may have any suitable num-
ber of resistive switching layers. If a memory element has n
resistive switching layer, where n is a positive integer, the
memory element may exhibit n+1 stable states.

Further features of the invention, its nature and various
advantages will be more apparent from the accompanying
drawings and the following detailed description.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a diagram of an illustrative array of multistate
nonvolatile memory elements in accordance with an embodi-
ment of the present invention.

FIG. 2 is a cross-sectional view of an illustrative resistive
multistate nonvolatile memory element in accordance with an
embodiment of the present invention.

FIG. 3 is a graph showing how a multistate nonvolatile
memory element of the type shown in FIG. 2 may exhibit
multistable behavior in accordance with an embodiment of
the present invention.

DETAILED DESCRIPTION

The present invention relates to nonvolatile memory ele-
ments having multiple stable states. The nonvolatile memory
elements may be formed of any suitable layers of multistable
material. In accordance with an illustrative embodiment of
the present invention, which is described herein as an
example, multistable nonvolatile memory elements are
formed from multiple layers of resistive switching material.
The resistive switching layers may be, for example, bistable
layers of metal oxide.

Nonvolatile memory elements in accordance with the
invention may be formed on any suitable type of integrated
circuit. Most typically, memory elements may be formed as
part of a high-capacity nonvolatile memory integrated circuit.
Nonvolatile memory integrated circuits are often used in por-
table devices such as digital cameras, mobile telephones,
handheld computers, and music players. In some arrange-
ments, a nonvolatile memory device may be built into mobile
equipment such as a cellular telephone. In other arrange-
ments, nonvolatile memory devices are packaged in memory
cards or memory keys that can be removably installed in
electronic equipment by a user.
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The use of nonvolatile memory elements to form memory
arrays on memory devices is merely illustrative. In general,
any suitable integrated circuit may be formed using the
memory element structures of the present invention. Memory
arrays formed from nonvolatile memory elements are
described herein as an example.

An illustrative memory array 10 of nonvolatile memory
elements 12 is shown in FIG. 1. Memory array 10 may be part
of'a memory device or other integrated circuit. Read and write
circuitry is connected to memory elements 12 using conduc-
tors 16 and orthogonal conductors 18. Conductors such as
conductors 16 and conductors 18 are sometimes referred to as
word lines and bit lines and are used to read and write data into
the elements 12 of array 10. Individual memory elements 12
or groups of memory elements 12 can be addressed using
appropriate sets of conductors 16 and 18.

Memory elements 12 may be formed from one or more
layers of materials, as indicated schematically by lines 14 in
FIG. 1. In addition, memory arrays such as memory array 10
can be stacked in a vertical fashion to make multilayer
memory array structures.

During a read operation, the state of a memory element 12
can be sensed by applying a sensing voltage to an appropriate
set of conductors 16 and 18. The resistance of the memory
element at the sensing voltage can be determined by measur-
ing the amount of current that flows through the memory
element when the sensing voltage is applied.

Depending on its history, a memory element that is
addressed in this way may be in one of multiple different
states. The number of stable states that a particular memory
element supports generally depends on the number of resis-
tive switching layers that the memory element contains. For
example, a memory element that contains a single bistable
resistive switching layer may exhibit two stable states,
whereas a memory element that contains two bistable resis-
tive switching layers may exhibit three stable states. Simi-
larly, a memory element that contains n bistable resistive
switching layers, may exhibit n+1 stable states. The value of
nmay be any positive integer (e.g., two, three, four, five, etc.).

As an example, consider a memory element that contains a
single bistable resistive switching layer. Memory elements of
this type may be in either a high resistance state or a low
resistance state. If the memory element has a high resistance,
the memory element may be said to contain a logic one (i.e.,
a““1” bit). If, on the other hand, the memory element has a low
resistance, the memory element may be said to contain alogic
zero (i.e., a “0” bit). During a write operation, the state of the
memory element can be changed by application of suitable
write signals to an appropriate set of conductors 16 and 18.

The voltage that is used to change a memory element from
its high resistance state to its low resistance state is generally
referred to as the memory element’s set voltage. When a
voltage equal to the set voltage is applied to the memory
element, the memory element transitions from its high resis-
tance state to its low resistance state. A read voltage may be
applied to the memory element to detect its resistance state
(high or low).

The voltage that is used to change a memory element back
to its high resistance state from its low resistance state is
generally referred to as its reset voltage. When a memory
element is in its low resistance state and a voltage equal to the
reset voltage is applied, the memory element will transition to
its high resistance state.

Multistate nonvolatile memory elements in accordance
with the invention preferably contain two or more bistable
layers connected in series. As an example, consider a memory
element that contains two bistable resistive switching layers

10

15

20

25

30

35

40

45

50

55

60

65

4

connected in series. Each of the resistive switching layers
may be formed from a different material (e.g., materials with
different compositions, materials fabricated using different
fabrication techniques, materials with different dopings,
materials with different crystallinities, materials with differ-
ent thicknesses, etc.), so that each of the resistive switching
layers may have a different corresponding set voltage. In this
situation, the memory element may exhibit three stable states
(e.g., when both resistive switching layers are in their reset or
high resistance state, when one of the resistive switching
layers has been set and is in its low resistance state, and when
both of the resistive switching layers have been set and are in
their low resistance states).

A memory element may also have three bistable resistive
switching layers connected in series, each having a different
respective set voltage. A memory element of this type may
exhibit four stable states.

Memory elements with more than three bistable resistive
switching layers connected in series may also be formed. In
general, a memory element with n bistable layers will exhibit
n+] stable states.

As these examples demonstrate, providing memory ele-
ments with additional layers of bistable resistive switching
material allows the memory elements to exhibit additional
stable states. This increases the information storing capacity
of each individual memory element, without significantly
increasing the area occupied by the memory element. A
bistable element may store one bit (e.g.,1 or 0), whereas a
multistable memory element with four stable states may store
two bits. The additional stable states that are available in
multistate memories with two or more bistable layers 1) allow
memory arrays such as memory array 10 of FIG. 1 to exhibit
high capacities and ii) reduce the number of stacked memory
arrays 10 necessary to achieve the equivalent density.

A cross-section of an illustrative embodiment of a resistive
switching memory element is shown in FIG. 2. Inthe example
of FIG. 2, memory element 12 is formed from three resistive
switching layers 22-1, 22-2, and 22-3 that are connected in
series between lines 16 and 18. Resistive switching layers
such as 22-1, 22-2, and 22-3 preferably each have a different
respective associated set voltage, so that the state of each of
the resistive switching layers can be controlled indepen-
dently. The resistive switching layers may be arranged in any
suitable order.

Any suitable materials may be used to form the resistive
switching layers in memory element 12. With one suitable
arrangement, which is described herein as an example, the
resistive switching layers may be formed from metal oxides.
For example, resistive switching layer 22-1 may be formed
from titanium oxide, resistive switching layer 22-2 may be
formed from doped nickel oxide, and resistive switching layer
22-3 may be formed from nickel oxide. Other suitable mate-
rials that may be used, in any combination, for resistive
switching layers in device 12 include doped titanium oxide,
aluminum oxide, doped aluminum oxide, niobium oxide,
doped niobium oxide, hafnium oxide, doped hafnium oxide,
or other transition metals oxides such as cobalt oxide, doped
cobalt oxide, copper oxide, doped copper oxide, zirconium
oxide, doped zirconium oxide, vanadium oxide, doped vana-
dium oxide, tantalum oxide, doped tantalum oxide, zirco-
nium oxide, doped zirconium oxide, cobalt oxide, doped
cobalt oxide, copper oxide, doped copper oxide, vanadium
oxide, doped vanadium oxide, tantalum oxide, doped tanta-
lum oxide, chromium oxide, doped chromium oxide, molyb-
denum oxide, doped molybdenum oxide, tungsten oxide,
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doped tungsten oxide, manganese oxide, and doped manga-
nese oxide. Other resistive-switching materials may also be
used.

Examples of dopants that may be incorporated into metal
oxide resistive switching layers include Al, Ti, Co, Zr, V, and
Nb. Appropriate dopants for each resistive switching layer
may be selected based on the base metal oxide that is used for
the resistive switching layer.

As shown in FIG. 2, one or more layers of conductor 23
may be optionally connected in series with the series-con-
nected resistive switching layers. If desired, there may be a
layer of conductor adjacent to each resistive switching layer,
there may be layers of conductor only at the topmost and
bottommost positions of the resistive layer stack, there may
be a layer of conductor only at the top or only at the bottom of
the stack, or there may be any other suitable number of layers
of conductor 23 in device 12.

The conductive layers 23 and conductive lines 16 and 18
may be formed from any suitable materials. For example,
conductive layers 23 and lines 16 and 18 may be formed from
metals such as refractory or transition metals, metal alloys,
metal nitrides (e.g., refractory metal nitrides, Ti, ,ALN
Ta, , ALN,, W, ,ALN, Mo, ,ALN,, etc.), metal silicon
nitrides (i.e., materials containing refractory metals, transi-
tion metals, or other metals, along with silicon and nitrogen),
metal silicides, doped semiconductors, or other conductors.
In one embodiment, conductive lines 16 and 18 may be
formed from Al, W, or Cu based interconnects. Other inter-
mediate layers having various functions may also be
included. For example, interfacial layers may be included
between the resistive switching material 22 and the conductor
23 to modify the work function and/or adhesion properties of
the conductor 23.

Conductors 23 are sometimes referred to as electrodes. If
desired, conductive line 16 and conductive line 18 may serve
as both conductive lines and as electrodes. In this type of
arrangement, line 16 may serve as an upper electrode, so that
no separate conductor 23 is needed to form an upper electrode
for element 12. Similarly, line 18 may serve as a lower elec-
trode, so that no separate conductor is needed to form a lower
electrode of element 12.

If desired, one or more optional electrical components may
be connected in series with memory element 12. These com-
ponents, which are sometimes referred to as current steering
elements, may include, for example, diodes, p-i-n diodes,
silicon diodes, silicon p-i-n diodes, transistors, etc. In the
illustrative diagram of FIG. 2, one such current steering ele-
ment 38 is connected in series with the resistive switching
layers 22-1,22-2, and 22-3 in the lower portion of device 12.
This is merely an illustrative arrangement. There may be two
ormore current steering elements connected in series with the
other components of device 12. The current steering elements
may be connected in series to the outermost resistive layers
(e.g. either resistive switching layer C or resistive switching
layer A as shown in FIG. 2) so as to not be interspersed
between the resistive switching layers.

The layers of material in device 12 may have any suitable
thickness (e.g., 5-5000 angstroms) and may be deposited
using any suitable fabrication technique (e.g., physical or
chemical vapor deposition, electrochemical deposition, elec-
troless deposition, ion implantation, etc.).

The resistive switching layers such as layers 22-1, 22-2,
and 22-3 each exhibit a bistable resistance. When a layer is in
its high resistance (resistive) state, it exhibits a relatively high
resistance. When a layer is in its low resistance (resistive)
state, it exhibits a lower resistance.

An illustrative current (I) versus voltage (V) plot for a
device 12 of the type shown in FIG. 2 that has three bistable
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resistive switching layers is shown in FIG. 3. There are three
different bistable resistive switching layers 22-1, 22-2, and
22-3 in device 12, so there are three corresponding pairs of
current versus voltage characteristics. The high resistance
state of resistive switching layer 22-1 is depicted by line
HRSA. The low resistance state of resistive switching layer
22-1 is depicted by line LRSA. The high resistance state of
resistive switching layer 22-2 is depicted by line HRSB. The
low resistance state of resistive switching layer 22-2 is
depicted by line LRSB. The high resistance state of resistive
switching layer 22-3 is depicted by line HRSC. The low
resistance state of resistive switching layer 22-3 is depicted
by line LRSC.

The current versus voltage characteristics of FIG. 3 repre-
sents the currents that would flow through each layer as a
function of applied voltage if measured individually. These
characteristic curves are plotted together in the graph of FIG.
3 to show the relationships between the curves.

The resistance of device 12 is determined by the sum of the
resistances of each resistive switching layer. In some pre-
ferred embodiments, however, because the resistances of the
layers differ significantly (e.g., by an order of magnitude), the
resistances of the lower resistance resistive switching layers
can be neglected when determining the total resistance of the
device 12. For example, as shown in FIG. 3, the resistance of
HRSA is greater than the resistance of HRSB, which is
greater than the resistance of HRSC, which is further is
greater than the resistance of LRSA, and so on. When the
layer 22-1 is in its high resistance state, the total resistance of
device 12 appears to be approximately HRSA, since the resis-
tance of HRSA is an order of magnitude greater than the
resistance of HRSB. When the layer 22-1 switches to its low
resistance state LRSA, the output of the device 12 then
appears to have a resistance of HRSB, and so on. In some
embodiments, the resistance of every high resistance state is
greater than the resistance of every low resistance state, so the
lowest high resistance state (e.g., HRSC) has a greater resis-
tance than the highest low resistance state (e.g., LRSA). As a
result, in any given stable state of device 12, the series resis-
tance of device 12 will be substantially equal to the resistance
of the most resistive resistive switching layer.

The states of the resistive switching layers can be con-
trolled by application of suitable voltages across device 12
(i.e., between lines 16 and 18). Initially, device 12 may be in
a state in which all resistive switching layers including resis-
tive switching layer 22-1 are in their high resistance states. In
this case, the series resistance of device 12 will be determined
by the shape of line HRSA. When a read voltage V., is
applied to device 12, the measured current will be I, indicat-
ing that device 12 is in its first stable state (i.e., its highest
resistance state).

To place device 12 in its second stable state, a voltage of
V szry may be applied to device 12, where V., represents
the set voltage for resistive switching layer 22-1. When the
voltageV sz, 1s applied to device 12, most of the voltage drop
in device 12 appears across its most resistive layer (i.e., resis-
tive switching layer 22-1). As a result, the voltage across layer
22-1 is substantially equal to V1. This causes layer 22-1 to
transition from its high resistance state (line HRSA) to its low
resistance state (line LRSA).

When layer 22-1 transitions to its low resistance state, layer
22-1is no longer the most resistive layer in device 12. Rather,
layer 22-2, which is in its high resistance state, becomes the
most resistive layer. Accordingly, application of voltage
V szr4 causes the output of device 12 to transition from line
HRSA to line HRSB, as shown by line 44 in FIG. 3. At this
stage, device 12 is in its second stable state. The state of



US 9,343,675 B2

7

device 12 may be sensed by applying voltage V., , to device
12 and measuring the resulting current (1,).

Ina similar fashion, device 12 may be placed in its third and
fourth stable states.

To place device 12 in its third stable state, a voltage of
V szr5 18 applied. In this situation, most of the voltage drop in
device 12 appears across layer 22-2 as the resistance of layer
22-2 dominates device 12. This causes layer 22-2 to transition
from its high resistance state to its low resistance state and
causes the output of device 12 to move from line HRSB to line
HRSC, as indicated by line 50. The third stable state of device
12 may be sensed by applying read voltage V., and mea-
suring the resulting current (I5).

Device 12 is placed in its fourth stable state when the
voltage Vgz,- is applied. This causes the third resistive
switching layer 22-3 to transition from its high resistance
state to its low resistance state. As indicated by line 56, the
output of device 12 transitions from the line HRSC, where the
output of device 12 is dominated by the resistance of layer
22-3 in its high resistance state to the line LRSA, where the
output of device 12 is dominated by the most resistive of the
three low resistance states—the low resistance state associ-
ated with resistive switching layer 22-1 (line LRSA). When
placed in its fourth stable state in this way, device 12 will
exhibit a current of I, when the read voltage V.., , is applied.
The magnitude of the set and reset voltages may vary, but
preferably there is at least greater than or equal to 0.5V
separation between the values.

To reset device 12 to its first stable state from its fourth
stable state, the voltage V gz, (corresponding to the reset
voltage of resistive switching layer 22-1) is applied across
device 12. As shown by line 62 in FIG. 3, this causes the
output of device 12 to transition from line LRSA to line
HRSA. Following reset operations, device 12 is in its first
stable state. If sense voltage V., » is applied to device 12, the
resulting current will be I,.

Although the example of FIGS. 2 and 3 involves three
resistive switching layers, device 12 may have any suitable
number of layers (e.g., two, three, four, five, more than five,
etc.). Moreover, it is not necessary for the low and high
resistance states for the layers to be ordered as shown in FIG.
3. As one example, the positions of the LRSB curve and the
LRSC curve may be reversed.

In another embodiment, if the resistance of LRSB is greater
than LRSA, for example, the device 12 exhibits three (or n)
output states. For example, in this embodiment, when the
device 12 receives V .7, it transitions from HRSC to LRSB.
AV popr, pulse is then applied to the device 12 to return the
output of the device to approximately the line HRSB. The
device 12, with the resistance of LRSB greater than the resis-
tance of LRSA may then transition between HRSB, HRSC,
and LRSB, for three states.

Although multistable switching has been illustrated in sce-
narios involving positive reset voltages, the reset voltages
need not, in general, have the same polarity as the set voltages.
When V., is positive, for example, V.- may be either
positive or negative. A situation in which both Vg, and
V reser are positive is illustrated in the example of FIG. 2. In
bipolar arrangements, Vo and V- may have opposite
polarities (i.e., Vg zsz-may be negative, whereas V g may be
positive).

The foregoing is merely illustrative of the principles of this
invention and various modifications can be made by those
skilled in the art without departing from the scope and spirit of
the invention.
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What is claimed is:

1. A device comprising:

a first resistive switching layer comprising a first metal
oxide,
wherein the first resistive switching layer is operable to

switch at a first set voltage;
a second resistive switching layer connected in series with
the first resistive switching layer within the device,
wherein the second resistive layer comprises a second
metal oxide,

wherein a composition of the second resistive layer is
different from a composition of the first resistive
layer,

wherein the second resistive switching layer is operable
to switch at a second set voltage different from the
first set voltage; and
athird resistive switching layer connected in series with the
first resistive switching layer and with the second resis-
tive switching layer within the device,
wherein the third resistive layer comprises a third metal
oxide,

wherein a composition of the third resistive layer is
different from the composition of the second resistive
layer and from the composition of the first resistive
switching layer,

wherein the third resistive switching layer is operable to
switch at a third set voltage different from the first set
voltage and different from the second set voltage.

2. The device of claim 1, wherein the first metal oxide is
one of titanium oxide, aluminum oxide, niobium oxide,
hafnium oxide, cobalt oxide, copper oxide, zirconium oxide,
vanadium oxide, tantalum oxide, chromium oxide, molybde-
num oxide, tungsten oxide, or manganese oxide,

wherein the second metal oxide is one of titanium oxide,
aluminum oxide, niobium oxide, hafnium oxide, cobalt
oxide, copper oxide, zirconium oxide, vanadium oxide,
tantalum oxide, chromium oxide, molybdenum oxide,
tungsten oxide, or manganese oxide, and

wherein the third metal oxide is one of titanium oxide,
aluminum oxide, niobium oxide, hafnium oxide, cobalt
oxide, copper oxide, zirconium oxide, vanadium oxide,
tantalum oxide, chromium oxide, molybdenum oxide,
tungsten oxide, or manganese oxide.

3. The device of claim 1, wherein the first metal oxide is
different from the second metal oxide and different from the
third metal oxide.

4. The device of claim 3, wherein the second metal oxide
and the third metal oxide are the same.

5. The device of claim 4, wherein the second resistive
switching layer further comprises a dopant, wherein the
dopant is one of aluminum, titanium, cobalt, zirconium, vana-
dium, or niobium.

6. The device of claim 1, wherein the first metal oxide is
titanium oxide, wherein the second metal oxide is nickel
oxide, wherein the third metal oxide is nickel oxide, and
wherein the second resistive switching layer further com-
prises a dopant.

7. The device of claim 1, wherein the first resistive switch-
ing layer, the second resistive switching layer, and the third
resistive switching layer form a stack such that the second
resistive switching layer is disposed between the first resistive
switching layer and the third resistive switching layer.

8. The device of claim 7, further comprising a first conduc-
tive layer and a second conductive layer, wherein the first
conductive layer is disposed between the first resistive
switching layer and the second resistive switching layer, and
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wherein the second conductive layer is disposed between the
second resistive switching layer and the third resistive switch-
ing layer.

9. The device of claim 8, wherein one of the first conductive
layer or the second conductive layer comprises a metal
nitride, a metal silicon nitride, a metal silicide, or a doped
semiconductor.

10. The device of claim 1, further comprising a current
steering element connected in series with the first resistive
switching layer, the second resistive switching layer, and the
third resistive switching layer within the device.

11. The device of claim 10, wherein the current steering
element comprises one of a diode, a p-i-n diode, a silicon
diode, a silicon p-i-n diode, or a transistor.

12. The device of claim 1, wherein the device is operable to
switching between at least four different resistive states.

13. The device of claim 1,

wherein the first resistive switching layer has a first low

resistive state and a first high resistive state,

wherein the second resistive switching layer has a second

low resistive state and a second high resistive state,
wherein the third resistive switching layer has a third low
resistive state and a third high resistive state,
wherein the first resistive switching layer switches from the
first high resistive state to the first low resistive state
when the first set voltage is applied to the device,

wherein the second resistive switching layer switches from
the second high resistive state to the second low resistive
state when the second set voltage is applied to the
device; and

wherein the third resistive switching layer switches from

the third high resistive state to the third low resistive state
when the third set voltage is applied to the device.

14. The device of claim 13,

wherein a resistance of the first resistive switching layer in

the first high resistive state is greater than a resistance of
the second resistive switching layer in the second high
resistive state, and

wherein a resistance of the first resistive switching layer in

the first low resistive state is greater than a resistance of
the second resistive switching layer in the second low
resistive state.

15. The device of claim 13,

wherein a resistance of the third resistive switching layer in

the third high resistance state is greater than a resistance
of'the first resistive switching layer in the first low resis-
tive state,
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wherein the resistance of the third resistive switching layer
in the third high resistance state is greater than a resis-
tance of the second resistive switching layer the second
low resistive state, and

wherein the resistance of the third resistive switching layer

in the third high resistance state is greater than the resis-
tance of the third resistive switching layer in the third
low resistive state.

16. The device of claim 15,

wherein the resistance of the first resistive switching layer

in the first high resistive state is greater than the resis-
tance of the second resistive switching layer in the sec-
ond high resistive state,

wherein the resistance of the second resistive switching

layer in the second high resistive state is greater than the
resistance of the third resistive switching layer in the
third high resistive state,

wherein the resistance of the first resistive switching layer

in the first low resistive state is greater than the resistance
of the second resistive switching layer in the second low
resistive state, and

wherein the resistance of the first resistive switching layer

in the first low resistive state is greater than the resistance
of the third resistive switching layer in the third low
resistive state.

17. The device of claim 15,

wherein the resistance of the first resistive switching layer

in the first high resistive state is greater than the resis-
tance of the second resistive switching layer in the sec-
ond high resistive state,

wherein the resistance of the second resistive switching

layer in the second high resistive state is greater than the
resistance of the third resistive switching layer in the
third high resistive state, and

wherein the resistance of the second resistive switching

layer in the second low resistive state is greater than the
resistance of the third resistive switching layer in the
third low resistive state.

18. The device of claim 1, further comprising a first elec-
trode and a second electrode, wherein the first resistive
switching layer, the second resistive switching layer, and the
third resistive switching layer are disposed between the first
electrode and the second electrode.

19. The device of claim 18, wherein the first electrode and
the second electrode each interface other devices within an
array comprising the device.

20. The device of claim 18, wherein the first electrode
directly interfaces the first resistive switching layer.

#* #* #* #* #*



